UL VERIFIGATION SERVICES NG

SOFTLINES TESTING LABORATORY e 2601 SE OTIS CORLEY DRIVE « BENTONVILLE, AR 72712
PHONE: (479) 286-2300 ¢ FAX: (479) 286-2301 e BEN.Softlines.Customer.Service@crs.ul.com

Evaluation of Test Results
Lab Report No: ARSL2887269

Issue Date: September 29, 2023

Item Description: Wr Winter Hills 3Pc Coverlet Set

COUNTRY OF ORIGIN: China

Rating: Fail

SUPPLIER NAME: E&E Co Ltd

CLIENT: E&E Co Ltd HOST VENDOR NUMBER: 444096
BUYER: Supplier Testing SUPPLIER ID: 28009219
DEPARTMENT: 22 FACTORY NAME: Not Applicable
BRAND: Woolrich (National) FACTORY NUMBER: Not Applicable
ORDER TYPE: Domestic CHILDREN'S PRODUCT: No

SOURCING OFFICE: Not Applicable

TEST TYPE: Supplier Only-Full Testing

VENDOR STOCK NUMBER: WR14-1728

REASON FOR TESTING: Overall Quality Evaluation

*** Please see the following pages for additional item information ***

REGULATORY FAILURE

1. The fiber content of the product is labeled as Filling: 90% Cotton/ 10% Other Fibers on the label.
However, the actual fiber content is Winter Hills Coverlet Set-Filling-White: 86% Cotton/ 12%
Polyester/ 2% Other Fiber. According to 16 CFR 303 Rules and Regulation under the Textile Fiber
Products Identification Act, fiber content must be accurately disclosed.

This letter / report / certificate shall not be reproduced (except in full version) without the written approval of the UL Company. (“UL")

LETTERS / REPORTS / CERTIFICATES: Letters / Reports / Certificates of UL are issued for the exclusive use of the Customer to whom they are addressed. No quotation from reports / certificates or use of the UL’s
name is permitted except by UL’s express written authorization. Letters / reports / certificates apply only to the specific materials, products or processes tested, examined or surveyed and are not necessarily indicative
of the qualities of apparently identical or similar materials, products or processes. Reports / Certificates of UL do not relieve sellers / suppliers from their contractual responsibilities with regard to the quality / quantity of

the goods in delivery nor do they prejudice the Customer's right to claim against sellers / suppliers for compensation for any apparent and/or hidden defects not detected during UL’s random inspection or testing or
audit. The liability of UL to the Customer in contract, tort (including negligence or breach of statutory duty) or howsoever, and whatever the cause thereof, (a) for any loss of profit, business, contracts, revenues, or
anticipating savings; or (b) for any special indirect or consequential damage of any nature whatsoever, shall be limited to the amount of the fee paid in respect of the specific Work(s) which give rise to such claim.
For Reports / Certificates, refer to the UL VS Terms and Conditions.
Decision Rule: the declaration of conformity is given not taking into account the measurement uncertainty.
Level of risk associated with the Decision Rule: The results issue by UL Solutions does not take in consideration the
measurement uncertainty, but when the value is close to the limit, the test, if repeated by another laboratory,
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SIZE(S)

Lab Report: ARSL2887269

ADDITIONAL SAMPLE INFORMATION

COLOR(S)

Full/Queen

PO NUMBER(S)

Tan

Not Applicable

UPC CODE(S)

675716780739

ITEM NUMBER(S)

Not Applicable

APPLICATION ID

FABRIC CONSTRUCTION

6119859

Woven

UL VERIFICATION SERVICES INC. UL VERIFICATION SERVICES INC.

et A8

Dawnell Smith Mamatha Kambam
LABORATORY MANAGER SENIOR LABORATORY MANAGER

This letter / report / certificate shall not be reproduced (except in full version) without the written approval of the UL Company. (“UL")

LETTERS / REPORTS / CERTIFICATES: Letters / Reports / Certificates of UL are issued for the exclusive use of the Customer to whom they are addressed. No quotation from reports / certificates or use of the UL’s
name is permitted except by UL’s express written authorization. Letters / reports / certificates apply only to the specific materials, products or processes tested, examined or surveyed and are not necessarily indicative
of the qualities of apparently identical or similar materials, products or processes. Reports / Certificates of UL do not relieve sellers / suppliers from their contractual responsibilities with regard to the quality / quantity of

the goods in delivery nor do they prejudice the Customer's right to claim against sellers / suppliers for compensation for any apparent and/or hidden defects not detected during UL’s random inspection or testing or
audit. The liability of UL to the Customer in contract, tort (including negligence or breach of statutory duty) or howsoever, and whatever the cause thereof, (a) for any loss of profit, business, contracts, revenues, or
anticipating savings; or (b) for any special indirect or consequential damage of any nature whatsoever, shall be limited to the amount of the fee paid in respect of the specific Work(s) which give rise to such claim.
For Reports / Certificates, refer to the UL VS Terms and Conditions.
Decision Rule: the declaration of conformity is given not taking into account the measurement uncertainty.
Level of risk associated with the Decision Rule: The results issue by UL Solutions does not take in consideration the
measurement uncertainty, but when the value is close to the limit, the test, if repeated by another laboratory,
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Lab Report: ARSL2887269

LABELING
RATING COMMENTS
Country of origin (required by FTC or U.S. Customs
Regulations 19 CFR Part 134 if imported) P
Manufacturer's Identification (required by FTC or Customs)
Date Code: P
Fiber content (required by FTC) P
Care instructions
Written / Symbols (as defined in ASTM 3136 / ASTM D
5489) p
PACKAGING
RATING COMMENTS
Hang Tag / Packaging:
The products hang tag / packaging coincides with
the actual product and all information provided on
the sewn in label? P

LABELED CARE INSTRUCTIONS:

Machine wash cold wash with like colors. Do not bleach. Tumble dry low.
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Lab Report: ARSL2887269

LAW LABEL

Rating

COMMENTS

Important: Certain text on the label is required to be in bold print. The
bold requirement will not evaluated, due to the subjectivity involved in
evaluation for boldness of print on actual labels. The bold print
requirements are included as information for the suppliers. It is the
supplier's responsibility to ensure the use of bold font that meets the
regulations.

URN Number Registration - Global Registration Services

Notes Applicable to Walmart and Sam's Club Products, pre-production and
production. Not applicable to Puerto Rico exclusive items.

The URN number on the law tag is registered on the Global
Registration Services website

General Label Requirements

The law label meets one of the following requirements:
The label attached to the product is visible at
the point of sale; Y ¥Y/N

Thgﬁabel is attached to the product and is

duplicated on the packaging Y ¥/N
The label is permanently attached to product
The label is white with black printing
The label exhibits no printing on the back side

The label exhibits no advertising such as trademarks or logos

The label measures at least 2 x 3 inches in size
Note: Not including Length: 4.625 in
stitching area Width: 2.25 in

The horizontal lines separating the text must extend to the edge
of the label

Label - Content and Format Requirements

Note: The diagram below is provided for reference only.
The label is not to scale. P

UNDER PENALTY OF LAW
. THIS TAG NOT TG BE REMOVED
Section 1 EXCE! UMER
A AL

REG. NO.
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Lab Report: ARSL2887269

LAW LABEL

Rating

COMMENTS

Section 1 - Content and Format

The first section of the label includes the following statement:
UNDER PENALTY OF LAW
THIS TAG NOT TO BE REMOVED
EXCEPT BY THE CONSUMER

The statement above must be provided in bold print

The statement above is provided in capital letters

The font height for the statement is not less than 0.125 inch
Font Height: 0.125 in

Section 2 - Content and Format

The second section of the label includes the following statement:
ALL NEW MATERIAL
consisting of

The statement above is followed by a description of all filling
materials. (Note: Adjunctive terms, when applicable, are used in
conjunction with generic names.)

The words “ALL NEW MATERIAL consisting of' must be in
bold print
“ALL NEW MATERIAL’ is in capital letters

“ALL NEW MATERIAL’ is a minimum font height of 0.125 inch
Font Height: 0.7125 in

The filler material descriptions must be in bold print
The filler material descriptions are in capital letters
The filler material descriptions are a minimum font height of
0.125 inch
Font Height: 0.125 in

Label includes percent by weight of each filler material (required
only when more than one type of filling material is used)

Filler materials are listed in order of predominance (highest
weight to lowest weight)

Section 3 - Content and Format

The third section of the label includes the following:

The heading: REG. NO. (followed by the URN)
REG NO. CA 45447 (CN)

The heading “REG. NO.” and the following URN must be
provided in bold print
The heading “REG. NO.” and the following URN must be
provided in capital letters
The heading “REG. NO.” and the following URN is a minimum
font height of 0.125 inch

Font Height: 0.125 in

6 of 19




Lab Report: ARSL2887269

LAW LABEL

Rating

COMMENTS

Section 4 - Content and Format

The fourth section of the label includes the following statement:

Certification is made by the manufacturer
that the materials in this article are

described in accordance with the law P
The minimum font height for this section is 0.125 inch.
Font Height: 0.725 in P
Section 5 - Content and Format
The fifth section of the label includes the following heading:
‘MADE BY’ [or ‘MADE FOR’] P
Note: The following terms are acceptable in place of above:
MANUFACTURED BY or MANUFACTURED FOR, IMPORTED BY or
IMPORTED FOR, or DISTRIBUTED BY P
The heading is followed by the name and full street address of
the manufacturer, importer or distributor
Name & E&E Co., Ltd.
Street Address 45875 Northport Loop Easr Fremont, P CA 94538
The heading ‘MADE BY’ [or ‘MADE FOR’] must be bold print
The heading ‘MADE BY’ [or ‘'MADE FOR’] is provided in capital
letters P
The heading and the Dealer Name and Address is a minimum
font height of 0.125 inch
Font Height: 0.725 in P
Section 6 - Content and Format
The final, sixth section of the label includes other information
such as below: P
Federal RN Number (optional - not required)
Note: Federal RN # is accepted on label but not required
Federal RN #: 91519
Finished Size
Note: The finished size of sleeping bags, mattresses, comforters,
mattress pads, pads, box springs and pillows show the width and
length expressed in inches. Decorator pillows need not show size
Finished Size: 92 x 96 in P
Weight - Filling Material
Note: The net weight of filling materials in sleeping bags, mattresses,
box springs and pads are stated in pounds and ounces. (According
to IABFLO mattress pads do not require net weight)
Net Wt. of Filling Material: 2Lb P

Note: No minimum font size requirement for above information.
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Lab Report: ARSL2887269

LAW LABEL

Rating

COMMENTS

If this section includes Country of Origin information then the
country of origin may be proceeded by the words:

MADE IN or PRODUCT OF (or similar)

The above is followed by the country of origin name
Country of Origin: China

The heading ‘MADE IN’ and the Country of Origin name must be
in bold print

The heading ‘MADE IN’ and the Country of Origin name is
provided in capital letters

The heading ‘MADE IN’ and the country of origin name are
provided with a minimum font height of 0.125 inch
Font Height: 0.125 in

Improper Content
Advertising or company logos (including company websites, and
patent numbers) are not present on the law label

Feather / Down / Animal Hair - Label Requirements
Applicable to products filled with feather, down or animal hair

Product filled with feathers, down or animal hair must
additionally include the following:

The statement “Contents Sterilized” immediately following the
content listing

N/A - Not filled with Feathers, Down or Animal

Hair

The heading “PER. NO.” adjacent to the URN and followed by
the sterilization permit number issued by Pennsylvania

REG. NO. PER. NO.

Sterilization permit #: -

N/A - Not filled with Feathers, Down or Animal

Hair

Law Tag Date Code

NOTE: This date code requirement applies to Walmart US Homelines
products in departments 14, 17, 20, and 22 only. This requirement
does NOT apply to Production - Annual testing or Foam and Memory
Foam Pads.

Law tag exhibits a date code located under the thick black line
below the "Made in" section

Date code required at production testing

Date Code:
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Lab Report: ARSL2887269

LAW LABEL

Rating

COMMENTS

RHODE ISLAND FLAME RETARDANT CONTENT -R.I.
Gen. Laws §§ 23-26-3.1 and 23-75-3

Residential upholstered bedding or furniture must not contain
1000 ppm or greater of any non-polymeric organohalogen
flame retardant chemical. This class includes any chemical
containing the element bromine or chlorine bonded to carbon
that is added to a plastic, foam, fabric, or textile.

Note: "Bedding" includes upholstered furniture and filling material or its
container (as herein defined) and any mattress, pillow, cushion, quilt,
bedpad, comforter, upholstered spring bed, box spring, davenport or
day bed, bed spring, metal couch, metal folding bed, metal cot, metal
cradle, metal bassinet, and any glider, hammock, or other substantially
similar article which is wholly or partly upholstered, when used or
intended for use for sleeping or reclining purposes.

"Upholstered furniture"” means any article of household furniture wholly
or partly stuffed or filled with soft material, and which is used or
intended for use for sitting, reading, or reclining purposes

Suppliers of covered products must submit a completed Rhode
Island Flame Retardant Certification at the time of production
testing. If a supplier fails to submit a completed certification,
the product will be omitted from shipment to Rhode Island and
sales restricted from sale in Rhode Island. Failure to submit
this form will result in a report failure.

Documentation required at production
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Lab Report: ARSL2887269

GENERAL APPEARANCE, WORKMANSHIP / CONSTRUCTION

RATING COMMENTS
Construction / Workmanship
Seams are neat with no loose threads, needle
damage, open seams P
Hems are straight, uniform, and consistent P
Loose threads are properly trimmed P
Fabric Defects
No major defects, such as holes, runs, snags, stains,
slub yarns, etc., or any other irregularities as defined
in ASTM D3990 P
Evenness of Color
Uniform and even color within the sample and
between samples P
Measurements
All measurements conform to labeled dimensions P

APPEARANCE / DURABILITY AFTER LAUN

DERING OR DRYCLEANING

RATING COMMENTS
General Appearance after Laundering
No open seams, holes, snags, runs, loose threads,
excessive pilling, puckering, etc. P
Shape Distortion after Laundering
No evidence of twisting P
Durability Seam / Hem after Laundering
No open seams or broken stitches P
Batting / Stuffing Durability & Cleanliness
No disintegration or noticeable migration (lumpiness)
after laundering P
Loose fillers are free of objectionable matter and
contamination such as animal infestation, splinters,
metal chips, etc. P
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Lab Report: ARSL2887269

FIBER CONTENT
Method References: AATCC 20, AATCC 20A, ASTM D629
Sample Material Evaluated % Labeled Fiber Content % Actual Fiber Content RATING
Winter Hills Coverlet Set Face And Back-Tan-Woven 100% Cotton 100% Cotton P
Winter Hills Pillow Lining-White-Woven 100% Polyester 100% Polyester P
Winter Hills Coverlet Set Filling-White 90% Cotton 86% Cotton F
10% Other Fibers 12% Polyester
- - 2% Other Fiber

FIBER CONTENT COMMENTS:

Other Fiber - Rayon
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Lab Report: ARSL2887269

COLORFASTNESS
TEST CONDUCTED RESULT REQUIREMENT RATING

LAUNDERING - AATCC 135/150 (3 cycles)
Gray Scales for Color Change / Staining
Quilt/Sham - Brown - 1

SHADE CHANGE GRADE: 4.5 2 4.0 P
Quilt/Sham - Charcoal -2

SHADE CHANGE GRADE: 4.5 2 4.0 P
Quilt/Sham - Brown/Charcoal Plaid -3

SHADE CHANGE GRADE: 4.5 2 4.0 P
Quilt/Sham - Beige/Grey Plaid - 4

SHADE CHANGE GRADE: 4.5 2 4.0 P
Quilt/Sham - Beige/Brown Houndstooth -5

SHADE CHANGE GRADE: 4.5 2 4.0 P
Quilt/Sham - Beige/Lt Brown Houndstooth -6

SHADE CHANGE GRADE: 4.5 2 4.0 P
Sham - Brown Back - 7

SHADE CHANGE GRADE: 4.5 2 4.0 P
COLORFASTNESS TO CROCKING - AATCC 8
Quilt/Sham - Brown - 1

DRY CROCKING GRADE: 4.5 2 4.0 P

WET CROCKING GRADE: 4.5 2 3.0 P
Quilt/Sham - Charcoal -2

DRY CROCKING GRADE: 4.5 2 4.0 P

WET CROCKING GRADE: 3.5 2 3.0 P
Quilt/Sham - Brown/Charcoal Plaid -3

DRY CROCKING GRADE: 4.5 2 4.0 P

WET CROCKING GRADE: 3.0 2 3.0 P
Quilt/Sham - Beige/Grey Plaid - 4

DRY CROCKING GRADE: 4.5 2 4.0 P

WET CROCKING GRADE: 3.5 2 3.0 P
Quilt/Sham - Beige/Brown Houndstooth -5

DRY CROCKING GRADE: 4.5 2 4.0 P

WET CROCKING GRADE: 3.5 2 3.0 P
Quilt/Sham - Beige/Lt Brown Houndstooth - 6

DRY CROCKING GRADE: 4.5 2 4.0 P

WET CROCKING GRADE: 4.0 2 3.0 P
Sham - Brown Back - 7

DRY CROCKING GRADE: 4.5 2 4.0 P

WET CROCKING GRADE: 4.0 2 3.0 P
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Lab Report: ARSL2887269

COLORFASTNESS (PERFORMANCE)

TEST CONDUCTED RESULT REQUIREMENT RATING
LIGHTFASTNESS - AATCC 16.3 Option 3
Quilt - Tan
AFU: 20 20
GRADE: 4.5 2 3.0 P
Sham - Tan
AFU: 20 20
GRADE: 4.5 2 3.0 P
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Lab Report: ARSL2887269

FABRIC WEIGHT
Actual Actual Specified Weight Specified Weight
Weight Weight ozlyd? g/m?
TEST CONDUCTED (ozlyd?) (g/m?) (single value or range) (single value or range) RATING
FABRIC WEIGHT - ASTM D 3776 meets specified
weight or weight range
Quilt - Tan 12.35 | 418.74
Sham - Tan 14.33 | 485.87
Sham Back 2.78 94.26 - - - - -
UNIT WEIGHT
Previously
Approved
TEST CONDUCTED Actual Weight|  Weight RATING

UNIT WEIGHT - ASTM D 3776 within specified weight
Quilt - Tan

UNIT WEIGHT (Ibs):

6.040 ---

WEIGHT (Ib/doz):
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Lab Report: ARSL2887269

THREAD COUNT (WOVEN)

TEST CONDUCTED

ACTUAL

SPECIFIED

DIFFERENCE
#)

REQUIRED
TOLERANCE
(%)

RATING

THREAD COUNT (WOVEN) - ASTM D 3775
Quilt/Sham - Tan

ENDS: 80 ---
PICKS: 66 ---
TOTAL THREAD COUNT: 146 ---
Back
ENDS: 80 ---
PICKS: 66 ---
TOTAL THREAD COUNT: 146 ---
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Lab Report: ARSL2887269

TENSILE STRENGTH

TEST CONDUCTED RESULT REQUIREMENT RATING
Tensile Strength (Grab Test) - ASTM D 5034
Sham - Tan
WARP 1: 53 b
WARP 2: 55 Ib
WARP 3: 54 Ib
AVERAGE WARP: 54 b 2z 40 b P
FILL 1: 44 Ib
FILL 2: 44 b
FILL 3: 43 Ib
AVERAGE FILL: 44 b | 2 30 b P
TEAR STRENGTH
TEST CONDUCTED RESULT REQUIREMENT RATING
Tear Strength - ASTM D 1424
Sham - Tan
WARP 1: 2.1 b
WARP 2: 2.3 b
WARP 3: 2.1 b
AVERAGE WARP: 2.2 b | 2 1.5 b P
FILL 1: 1.6 b
FILL 2: 1.8 b
FILL 3: 1.8 b
AVERAGE FILL: 1.7 b 2z 1.5 Ib P
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Lab Report: ARSL2887269

DIMENSIONAL STABILITY
Size After
Original Size Washing Shrinkage /
TEST CONDUCTED (in.) (in.) Growth Requirement RATING
DIMENSIONAL STABILITY (WASHING) - AATCC 135/ 150
(-) denotes shrinkage
Quilt - Tan
Face
Length 18.00 17.50 -28% |< 3.5% P
Width 18.00 18.00 0.0% < 3.5% P
Back
Length 18.00 17.75 -1.4% | < 3.5% P
Width 18.00 18.00 0.0% < 3.5% P
Sham - Tan
Face
Length 18.00 17.75 -14% | < 3.5% P
Width 10.00 9.75 25% | < 3.5% P
Back
Length 10.00 9.75 25% | < 3.5% P
Width 10.00 9.75 25% | < 3.5% P

Shrinkage is indicated with a "-", Growth is indicated with a "+"
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Lab Report: ARSL2887269

PILLING RESISTANCE (AFTER WASH)

GRADE
TEST CONDUCTED AFTER WASH REQUIREMENT RATING

PILLING AFTER WASHING - Visual inspection after AATCC 135/ 150 (Note:
Graded per pilling scale) - 3 Cycles
Quilt - Tan

SAMPLE 1: 4.5 2 3.0 P
Sham - Tan

SAMPLE 1: 4.5 2 3.0 P

18 of 19




Lab Report: ARSL2887269

MEASUREMENT - BED COMFORTER (TOP OF BED)

#1 COLOR: Quilt-Tan SIZE: Full/Queen
Actual Difference
Tolerance (in.) Labeled Flat / Circ. +/-
- + Component Description Measurement Location (in.) (in.) (in.) RATING
-2 3 Bed Comforter - Top of Bed Length - 97.750
-2 3 Bed Comforter - Top of Bed Width -—- 92.250
MEASUREMENT - PILLOW SHAM (TOP OF BED)
#1 COLOR: Sham-Tan SIZE: Full/Queen
Actual Difference
Tolerance (in.) Labeled Flat / Circ. +/-
- + Component Description Measurement Location (in.) (in.) (in.) RATING
-0.5 1 Pillow Sham - Top of Bed Length - 27.750
-0.5 1 Pillow Sham - Top of Bed Width -—- 21.000

PACKAGING CONTENTS:

Packing Description: quilt mini set
Actual Contents: 7 comforter, 2 shams
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